


Step 3 After filling the voids and smoothing the metal clay against the cufflink mount, as
shown in photo 3, fire according to the metal clay manufacturer’s recommended
firing schedule.

Step 4 After firing, align the cufflink finding with the embedded mount by tipping it to fit
between the hold down clamps of the mount, as shown in photo 4A. Once in-
serted between the clamps of the mount, tip the cufflink to a vertical position, as
shown in photo 4B.

Step 5 While holding the cufflink in the vertical position, squeeze the mount clamps
closed, preferably using parallel action pliers, until the cufflink finding is securely
captured and locked into place, as shown in photo 5B. Your cufflink is now ready
for use.
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